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Abstract: Potassium niobate crystal KNbO3 (KN) is a well-known crystal for lead free
piezoelectric or nonlinear optical applications. The KN crystal has been studied in both
single crystal form and in thin film form which has resulted in many review articles being
published. In order to exceed the KN crystal, it is important to study KN phase forming and
doping effects on the K site. This article summarizes the authors’ study towards a multiple
alkali metal doped KN crystal and related single crystals briefly from the viewpoint of
crystal growth.
Keywords: potassium niobate; single crystals; alkali metal; multiple doping

1. Introduction
The potassium niobate crystal KNbO3 (KN) is well known to be a nonlinear optical crystal that
shows wavelength modulation [1–5]. It is known to be difficult to grow its bulk single crystals from
melt due to KN’s incongruent melting and the double solid-state phase transformation properties, such as
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its cubic structure above 435 °C, tetragonal below it, and then at 225 °C turning orthorhombic [6].
In recent years, however, the KN crystal has been a focus of growing interest for piezoelectric
applications due to its large electric-mechanical coupling factor, which exceeds 50%, and zero
temperature coefficients near room temperature [7,8]. The most important application is a surface
acoustic wave (SAW) filer for television receivers and mobile phones [7,8]. In the KN crystal for
example, 70% kt (electromechanical coupling factor for the thickness-extensional mode) was reported
by 49.5° rotated X-cut about the Y-axis [9,10]. The KN crystal can be grown with high quality and low
lattice defects, especially in fiber shape [11]. It is difficult, however, to grow large size and high
quality crystals since the melting mode of the KN crystal is incongruent [7]. The most common growth
technique for the KN crystal in bulk shape is the top-seeded solution growth (TSSG) method [1–5]. It
was reported that the Bridgman (BM) technique is easier to apply than the TSSG technique for
growing KN crystal [11]. KN crystal should in any case be grown from high temperature solutions;
thus, it is important to know its phase diagram. A few reports on the phase diagram of the KN based
crystals that are believed to be line compounds were found [12]. So far only the liquidus line to
K2O-rich composition KN crystal has been reported [13,14]. Here the KN crystal was grown using the
Bridgman technique and the composition of the resultant crystals investigated. According to the
reports [13,14], the color of the grown crystals changed during growth. It was concluded that a solid
solution region was formed due to the deviation from the stoichiometry of the KN crystal.
Furthermore, it was reported that crystals were able to be grown only from the molten stoichiometric
composition. The KN crystal would go through a peritectic transformation during the growth process.
A schematic phase diagram near the KN is shown in Figure 1 [15]. The original phase diagram was
drawn from [11,12].
Figure 1. Schematic phase diagram near KNbO3, reprinted with permission from [15].
Copyright 2006 Elsevier.

So many review articles on the KN crystal have been published up to the present from the
viewpoint of piezoelectric applications, such as crystal growth and piezoelectric SAW properties for
acoustic filter and so on. The KN crystal is too famous to study in another viewpoint. In this article, we
summarize our past perverse study toward a multiple alkali metal dope KN crystal from a crystal
grower’s viewpoint.
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2. Formation of KNbO3 Crystal from Stoichiometric Melts
KN crystal with a non-equilibrium or metastable phase can be formed from a supercooling melt
under rapid supercooling conditions. A containerless process is an attractive method in obtaining rapid
supercooling of the melt because heterogeneous nucleation would be suppressed. A levitation
technique has been used for the containerless processes [16–18]. However, the levitation technique is
adequate only for a single experiment, and continuous crystal growth by the levitation technique is
impossible. On the other hand, crystallization without using a container can be carried out using a
molten zone method by a modified floating zone (Fz) technique [19,20]. Figure 2 shows schematic
drawings of this technique [15]. For this technique, the aim is for the molten zone to be formed over as
long as possible, and the center part of the molten zone should be cooled. Usually, reduced gravity
condition is necessary for this purpose because it is difficult to form a long and stable molten zone
under the normal gravity conditions on earth.
Figure 2. Schematic drawings of the modiﬁed floating zone (Fz) technique, reprinted with
permission from [15]. Copyright 2006 Elsevier.

Here in our laboratory we developed a procedure for containerless-crystallization using a modified
Fz technique to form a long and stable molten zone [19] and we succeeded in carrying out the KN
crystallization at the lower part of the molten zone under normal gravity conditions [20]. The most
important point is that continuous crystal growth is possible using the firstly formed crystal as the seed
by comparison with the levitation technique.
With the modified Fz technique, it was not hard to stabilize the molten zone in our lab without a
special setup for the equipment. The molten zone’s stabilization under normal gravity conditions was
due to the large surface tension and large viscosity of the molten materials. The Fz furnace has a single
ellipsoidal mirror of a small size. It was possible to carry out the experiment because compared to the
molten zone, the Pt tubes were heated up easier by the halogen lamp i.e., the temperature of the Pt
tubes in the vicinity of the molten zone is higher than that of the molten zone because the molten zone
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is transparent, and absorbs less energy from the lamp. The Pt tubes used in this setup were without
rotation. A Pt rod was mounted at the end of the Pt tube as a stopper to prevent any motion of the melt
from capillary action [19]. With regards to the stability of the molten zone, a relationship has already
been studied and established between the V = D3av and the L/Dav, where Dav is the average diameter of
the upper and the lower Pt tubes, and L and V are the length and the volume of the molten zone,
respectively [19]. Accordingly, the pair of Pt tubes with 2.0 mm diameter for the lower and 4.0 mm
diameter for the upper was found to be effective in forming a long and stable molten zone [20].
During the cooling down process, the optimal cooling rate from the melting point was estimated to
be 1.4 °C/s. A long molten zone in the K2O-Nb2O5 system was able to be formed in a stable condition.
K4Nb6O17 phase is found under the K2O poor concentration condition as demonstrated in Figure 1. In
our process, the KN crystal was firstly formed using the modified Fz technique; the crystal was formed
at the center of the molten zone and within a few seconds, the crystal formed inside the molten zone.
Then the molten zone with the formed crystal was moved downward by means of moving both of the
Pt tubes. With the conventional Fz technique, the K4Nb6O17 crystal (JCPDS card No. 21-1295) is
formed from the KN stoichiometric composition (50 mol% K2O content) molten zone as shown in the
phase diagram in Figure 1. On the other hand, with the present modified Fz technique, the KN crystal
(JCPDS card No. 32-822) could even be formed from the KN stoichiometric composition under a
cooling rate for the supercooling higher than 50 °C/s. Figure 3 shows a crystal grown by the new
technique [15]. Once the first crystal was formed, the lower Pt tube was pulled down at a speed of
0.2 mm/s.
Figure 3. Crystal grown by the new technique, reprinted with permission from [15].
Copyright 2006 Elsevier.

3. The KNbO3 Single Crystal in Fiber Shape
Crystal growth from high temperature solutions using the halogen lamp-heated Fz-PD technique
can be employed for forming fiber crystals. Following the first report of this technique by the
authors [21], the technique was modified every year fitting to the crystals. The source materials were
K2CO3 (99.9 mol%, CERAC incorporated, present Materion’s Advanced Material Group, Buffalo,
NY, USA) and Nb2O5 (99.9 mol%, Kojundo Chemical Laboratory, Sakado, Japan). Suitable
compositions of the starting materials were determined to be such that, the ratios of K:Nb were 50:50,
52:48, 54:46 or 58:42. We used our original double ring-shaped halogen lamp floating zone (DRFz)
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furnace for the Fz-PD technique to grow the fiber shaped crystals, and used here a Pt tube as a
reservoir for source melt. A typical Pt tube in this case was of 2–4 mm in diameter and 50 mm in
length with 0.1 mm thickness. The Pt tube was heated and the source material was melted inside the
tube. The melt was positioned near the lower end of the Pt tube. A Pt wire was inserted in the molten
pendant from the lower end of the Pt tube. The Pt wire was then pulled down at a rate of 10–20 mm/h
without rotating. The temperature gradient of the solid-liquid interface was quite high at
200 °C/mm [22]. On the other hand, the TSSG and the BM techniques were operated under smaller
temperature gradients [11,14]. The lattice parameters for an orthorhombic system were calculated using
the data from powder X-ray diffraction in our case.
When crystals were grown from the K:Nb = 58:42 starting composition, the crystal color was blue.
According to reference [23], this composition was the best for growing transparent crystals, but in our
case the crystals formed were opaque. Figure 4 shows a crystal grown from the K:Nb = 54:46 starting
composition. A transparent and colorless crystal can be grown [24]. We believe that the difference in
the resultant crystals was due to the difference in the growth systems, especially the difference in the
temperature gradient applied at the solid-liquid interface. The crystal’s color depends on the color
center and the oxygen deficiency. Striation and twin images were observed in the initially grown part
of the crystal. The growth direction was confirmed as being along the c-axis by the X-ray diffraction
pattern we obtained from our resultant crystals. When the starting composition was K:Nb = 50:50, a
mixture phase of KN and K4Nb6O17 was obtained. When the starting composition was a K-rich
composition such as K:Nb = 52:48, a single-phase KN was obtained. The phase is in agreement with
the JCPDS card (No. 35–795) in orthorhombic symmetry.
Figure 4. Grown crystal from the K:Nb = 54:46 melt, reprinted with permission from [24].
Copyright 2006 Elsevier. Scale bar: 10 mm.

Table 1 shows the starting melt composition dependence of the lattice parameters and the lattice
volume [24]. The lattice parameters and the lattice volume increased with increasing K content in all
cases, since the K ion is larger than the Nb ion [25]. The crystals formed from the K:Nb = 50:50
starting composition showed KN phase and another phase such as K4Nb6O17.
From the Thermogravimetric-Differential Thermal Analysis (TG-DTA) signal charts that were used
for measuring the solid-state phase transformation temperatures of the heating and cooling process, the
two peaks corresponding to the phase transformation in both the heating and cooling processes can be
clearly observed. One is the orthorhombic/tetragonal phase transformation around 230 °C. The other is
the tetragonal/cubic phase transformation around 450 °C. From the starting composition dependence of
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the melting point and twice solid-state phase transformation temperatures, the melting point and the
phase transformation temperature were observed to decrease with increasing K content, suggesting that
the binding energy decreases with a higher content of the large K ion. In the LiNbO3 (LN) crystal, the
solid solution region exists with an Nb-rich composition [24]. However, in the KN crystal, the solid
solution region expands to give a K-rich composition. The difference is visible in the different phase
diagrams. The LN crystal shows congruent melting, while the KN crystal shows incongruent melting,
and adopts a peritectic system [13]. The liquidus line in Nb-rich compositions is higher than the
melting point of the KN crystal. Thus the solid-solution region near the KN crystal exists as
K-rich composition.
Table 1. KNbO3 (KN) crystals’ starting composition dependence of lattice parameters, a,
b, c, and lattice volume, V, reprinted with permission from [24]. Copyright 2006 Elsevier .
K Content, mol%
50
52
54
56
58

a, nm
0.5697
0.5694
0.5694
0.5697
0.5699

b, nm
0.5718
0.5721
0.5721
0.5722
0.5723

c, nm
0.3974
0.3974
0.3975
0.3974
0.3975

V, nm3
0.12945
0.12945
0.12949
0.12955
0.12965

4. The Past Pb2KNb5O15 Crystal
Lead potassium niobate crystal (Pb2KNb5O15: PKN) with a tungsten bronze structure is attractive
for nonlinear optics and piezoelectric applications. At sometime the PKN was expected to exceed the
KN crystal. About 40 years ago, crystal growth of PKN by the Czochralski (Cz) method was reported [26]
and properties of PKN were investigated [27,28]. However, there were only a few relevant papers
published. In particular, regarding the properties of these grown crystals, only two groups of data were
reported. The reason for all this is due to the difficulty of PKN crystal growth. Lead (Pb) and
potassium (K) are easy to evaporate during crystal growth. Thus large deviation from the
stoichiometric composition is expected in the grown crystals. Nowadays, Pb is believed to be detrimental
for the environment. Thus Pb-free crystals are of interest even in piezoelectric materials. However,
relatively speaking, the PKN still possesses good properties such as a large electro-mechanical
coupling factor of bulk and surface waves, and small temperature dependence [27,28]. Up until now,
the Cz method [26,27], the Bridgeman method (BM) [29] and the top-seeded solution growth method
(TSSG) [30] have been applied to grow the PKN crystal. Elastic and piezoelectric properties [31] and
dielectric and optical properties [27] have been reported. Furthermore, a possibility for a surface
acoustic wave (SAW) device was investigated [31]. The tungsten bronze structure was refined with a
space group of Cm2m and the lattice parameters were found to be a = 1.7779 nm, b = 1.8015 nm and
c = 0.39209 nm [32].
Crystal growth methods from melt were used for PKN: three kinds of methods were used such as
halogen-lamp-heated Fz-PD method, halogen-lamp-heated Fz method and induction-heated Ts-Cz
method. Compositions of starting materials were determined to be stoichiometric composition 1 wt%
rich of PbO (99.5%, Kojundo Chemical Laboratory, Sakado, Japan). K2CO3 and Nb2O5 are the same as
the KN source materials. Figure 5 shows the crystals grown by the Fz-PD method (a) and by the Ts-Cz
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method (b) [33]. Brownish and transparent crystals were grown under an air atmosphere. The surface
of the crystals grown by the Ts-Cz method looks opaque, but the inside is transparent. The shape of the
solid-liquid interface is expected to be flat during the growth. For the transparent crystal grown by the
Ts-Cz method, a crack was induced during the cooling process. Grown crystals were found to have a
cleavage plane. The cleavage plane was in the c-plane in orthorhombic symmetry according to the
X-ray analysis. The growth direction was close to the c-axis by the Ts-Cz method. Crystals grown by
the Fz method were opaque and not transparent as well as polycrystalline. Temperature gradient at the
solid-liquid interface was found to be in the following order: Fz-PD method > Fz method > Ts-Cz
method. According to thermal analysis by DTA, the melting point and the solidification point were
found to be 60 °C lower than the reported value [31]. Deviation from stoichiometric composition was
expected by the evaporation of Pb and K. Even the evaporation of Pb was also expected, the Pb
content in the crystal was found to be increased as shown later. We conclude that the reason was due to
the evaporation of both Pb and K. A striation image was observed caused by temperature fiuctuation.
The crystal quality was found to be improved, and that it was caused by a size-effect [22]. The phase
analysis result was in agreement with the JCPDS card (No. 33–1020) in orthorhombic symmetry.
According to X-ray diffraction measurements, lattice parameters were found to be a = 1.7714 nm,
b = 1.7890 nm and c = 0.3923 nm by the Fz-PD method, and a = 1.7754 nm, b = 1.77981 nm and
c = 0.3910 nm by the Ts-Cz method. Despite the deviation from stoichiometric composition, the lattice
parameters are similar to the reported values [32]. According to the powder X-ray diffraction result,
the pattern of the evaporated material in the Ts-Cz method is in agreement with the PbO structure in
the JCPDS card (No. 38–1477). On the other hand, small evaporation was observed on the PKN crystal
grown by the Fz-PD method.
Figure 5. (a) Pb2KNb5O15 (PKN) crystals grown by the Fz-PD method. (b) PKN crystals
grown by the Ts-Cz method, reprinted with permission from [33]. Copyright 2004 The
Japan Society of Applied Physics. Scale bar: (a) 1 mm, (b) 10 mm.

Figure 6 shows temperature dependence of the dielectric constant measured along the c-axis at
10 kHz and applied electric voltage of 1 V, during the heating process [33]. The value is 500–1000.
These values are similar to that of the literature ones [27]. Clear phase transition from the tetragonal to
orthorhombic structures was observed near 460 °C.
The chemical formula of the Ts-Cz grown crystal was determined to be Pb2.1K0.8Nb5O15 using the
inductively coupled plasma-atomic emissions spectrometry (ICP-AES) method when we assumed the
Nb content to be 5 in chemical formula. To determine the directions, the dielectric constant along the
c-axis was found to decrease with increasing frequency above the Curie point. However, this behavior
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was not observed along the a- and b-axes, or <110> direction. Frequency dependence of the dielectric
constant was found to be small along the a- and b-axes or the <110> direction [33]. On the other hand,
the dielectric loss was found to decrease with increasing frequency above the Curie point along the
a- and b-axes or the <110> direction [33]. This kind of dependence is common in most ferroelectric
crystals. We obtained an almost isotropic dielectric constant on the ab-plane. According to the
report [30], different dielectric constant patterns along the a- and b-axes exist below the Curie point. In
reference [31], the b-axis was reported to be the spontaneous polarization direction. Almost identical
dielectric constants along the a- and b-axes were reported for Ba2NaNb5O15 (BNN) with a tungsten
bronze structure [34].
Figure 6. Temperature dependence of the dielectric constant of PKN crystals measured
along the c-axis at 10 kHz with an applied electric voltage of 1 V, during the heating process,
reprinted with permission from [33]. Copyright 2004 The Japan Society of Applied Physics.

5. The Na, Rb and Cs Multiple Dope KNbO3 Crystals
It is difficult to grow a large size and high quality KN crystal. Thus most of the high quality and
low lattice defect KN single crystals have been grown in fiber-shapes [35]. On the other hand, Na
doping has been studied on KN thin films in recent years [36–39]. With the Na doping, the
piezoelectric properties were improved. However, Na doping has been so far reported only on thin
films but not on single crystals. This is because the composition of grown single crystals is changed by
the difference of ionic radius, i.e., the Na ion is too small compared with the rest of the ions [26]. We
consider that the situation can be improved by doping with larger ions of Rb or Cs as a co-dopant [10].
We attempted to grow alkali metal ion doped potassium niobate single crystals in fiber-shape by our
original pulling down technique with the orthorhombic phase at room temperature [10,40], and
investigated their growth conditions.
Starting materials of Rb and Cs carbonate absorb moisture quickly. Synthesized starting pellets by
the solid-state reaction method would decompose even under a very dry atmosphere. Figure 7 shows the
weight increase of Rb and Cs carbonates powders against time for high and low purities [41].
In both cases, high purity carbonates increase in weight faster due to a faster absorption rate of
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moisture. Lastly the solid-state powder was changed to liquid-state. So lower purity carbonates were
found to be more suitable for starting materials in the present crystals. According to the EDX analysis,
most impurities were determined to be K and Na ions. Thus in this case, the impurity does not affect
the crystal growth and the properties so much.
Figure 7. Weight increase of (a) Rb carbonate and (b) Cs carbonate powders depending on
the purity, reprinted with permission from [41]. Copyright 2010 Elsevier.

It is impossible to prepare perfect source materials. Consequently we used low purity starting
materials such as 97 mol% Rb (Rb2CO3, Wako Pure Chemical Industries, Osaka, Japan) and 95 mol%
Cs (Cs2CO3, Wako Pure Chemical Industries) but not high purity carbonates (99 mol%, Sigma-Aldrich,
St. Louis, MO, USA). K2CO3 and Nb2O5 were the same as the KN source materials.
Figure 8 shows the typical as-grown single crystals on KN: KNbO3, KNN: (K,Na)NbO3, KNRN:
(K,Na,Rb)NbO3, KNCN: (K,Na,Cs)NbO3 [41]. Crystals were grown in an Ar gas flow condition, the
Pt wire’s pulling-down rate was 10 mm/h and there was no crystal rotation. These single crystals were
brownish and transparent in appearance. The orthorhombic system can be formed at room temperature
for KNRN and KNCN as well as KN and KNN. In a conventional double ellipsoidal mirror furnace,
the homogeneous temperature region is small in the vertical direction. In this case, the 4 mm diameter
Pt tube direction was better than the 3 mm diameter Pt tube as it enabled further extension of the
homogeneous temperature region in the horizontal direction.
The crystal sizes were 1–2 mm in diameter and 5–10 mm in length. Crystals were grown along
mostly the c-axis (shortest axis in the orthorhombic system). The c-axis can be estimated easily from a
rectangle crystal habit. The quality of the grown crystals was good according to observations under
cross-nicols. In a fiber-shape single crystal, self-poling effect is expected as well as observed in
LiNbO3 [42]. Unfortunately the self-poling effect was also difficult to observe in the present crystal.
Sometimes the domain structure was observed on crystals.
Inspite of Na, Rb or Cs co-doping, single-phase single crystals could be grown in fiber-shape. The
grown crystals were found to be of good quality by using cross-nicols observations.
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Figure 8. Typical as-grown single crystals of (a) KNN: (K,Na)NbO3; (b) KNRN:
(K,Na,Rb)NbO3; and (c) KNCN: (K,Na,Cs)NbO3, reprinted with permission from [10,41,43].
Copyright 2009 World Scientiflc Publishing Company; 2010 Elsevier; 2011 WILEY-VCH
Verlag GmbH & Co. KGaA. Scale bar: 10 mm.

To study the adequate required amount of the doped alkali metal ions, the amount was changed up to
20 mol% of doped alkali metal ions. In the KNN (KNbO3-NaNbO3) phase diagram [44], liquidus and
solidus lines deviated considerably. Thus composition is changed during the crystal growth. Here, the
lattice parameter difference was measured by XRD, and the Na composition change was measured by
EDX between the first and the last parts of grown crystals. The lattice volume and the chemical
composition of alkali metal ions were changed largely on KNN. On the other hand, the composition
change could be improved by means of co-doping with other alkali metal ions with different ionic
radius. Figure 9 shows the relationship between the ratios of alkali metal ions and the ratio of crystal
position on the KNRN when starting Na content is 5% and 10% [41]. This figure shows in two cases
that the starting Na ratios of alkali metal ions are 0.05 and 0.1. As compared with the KNN, the
composition change during growth was improved on the KNRN for both Na ratios [41]. The
composition change was further improved by co-doping of Rb or Cs with Na.
Usually there are double solid-state phase transformations on a KN crystal. Even on KNN, KNRN
and KNCN, similar phase transformations are expected. When temperature dependence of dielectric
constants was measured for the phase transformation by DTA, the peaks corresponding to the phase
transformation could be observed. In all cases, double phase transformations were observed clearly.
Using the phase transformation temperature, composition change is evaluated. The phase
transformation temperatures were decreased by Na doping on KN (KNN), and recovered to those of
KN by Na and Rb co-doping (KNRN) [10,41]. Similar recovery of the phase transformation
temperature was also observed on KNCN [41]. However, the recovery temperature of KNCN is less
than that of KNRN. In the KN series, most single crystals are transparent. The transmittance spectra
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are almost the same on KN, KNRN and KNCN, which means that these crystals have almost the same
band gap. It should be mentioned that the KN series are ferroelectric and piezoelectric crystals.
Figure 9. Relationship between ratios of alkali metal ions and ratio of crystal position on
KNRN: (K,Na,Rb)NbO3, reprinted with permission from [41]. Copyright 2010 Elsevier.
Starting Na content: 5% and 10%.

Figure 10 shows the powder X-ray diffraction patterns of KN, KNN, KNRN and KNCN [45]. The
orthorhombic crystal-phase system can be formed at room temperature on the KNRN and KNCN as
well as KN [45]. The peak positions were shifted to lower angles on the KNN pattern. This means that
the Na ions can occupy the Nb site hence enlarging the crystal lattice. The peak positions for the
KNRN and KNCN were not changed compared to the KN ones. While the chemical composition and
the lattice volume of alkali metals were expected to be changed on the KNN dramatically, little change
was observed on the KNRN and KNCN [45], i.e., the co-doping of Rb or Cs with Na minimizes the
change on the chemical composition.
Figure 10. Powder X-ray diffraction patterns of KN: KNbO3, KNN: (K,Na)NbO3, KNRN:
(K,Na,Rb)NbO3, KNCN: (K,Na,Cs)NbO3, reprinted with permission from [45]. Copyright
2011 Elsevier and Techna Group S.r.l.

When the temperature dependence of dielectric constants was measured at 10–100 kHz on KN,
KNN, KNRN and KNCN along the c-axis without poling, peaks corresponding to the phase
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transformation from the rhombohedral to orthorhombic structures were observed around 240 K. A
clear difference between the different co-doping crystals was not observed. At high temperatures, the
peaks corresponding to phase transformation (such as between orthorhombic, tetragonal and cubic
structures) could also be observed. The value of the high-temperature dielectric constant of KNN is the
largest compared with KN, KNRN and KNCN. Since the composition change of the KNN crystal is
expected to be the largest, we therefore consider these dielectric constant values to be mainly the same
for all co-doping crystals. Hysteresis in the temperature was observed during heating and cooling
processes, especially at low-temperature transformation. We investigated the difference in phase
transformation temperature during the heating and cooling processes at high temperatures. The
temperature difference between the orthorhombic and tetragonal structures was found to be larger
compared to the difference between tetragonal and cubic structures.
Figure 11 shows the frequency dependence of impedance and phase angle on the KN, KNN, KNRN
and KNCN along the longitudinal direction of the c-axis [45]. The resonant and anti-resonant peaks,
which reflect the piezoelectric properties, could be observed in all samples. The peaks correspond to
the vibration mode along the longitudinal direction of the samples. Since poling was not carried out for
these samples, the resonant and anti-resonant peaks on KN and KNN were not as large as expected.
However, the resonant and anti-resonant peaks of KNRN and KNCN were considerably large. The
phase angle also changes from −90% to +50% without poling. Thus we conclude that the co-doping of
Rb or Cs with Na enhances the piezoelectric properties. In the KNRN, a large phase angle change was
observed but it was not so in KNCN. KN series crystals with multi alkali metal ions, especially on
KNRN, are promising Pb-free crystals for ferroelectric and piezoelectric crystals.
Figure 11. Frequency dependence of impedance and phase angle on (a) KN: KNbO3;
(b) KNN: (K,Na)NbO3; (c) KNRN: (K,Na,Rb)NbO3; (d) KNCN: (K,Na,Cs)NbO3 along
the longitudinal direction of the c-axis, reprinted with permission from [45]. Copyright
2011 Elsevier and Techna Group S.r.l.
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We also grew single crystals using the tube seed Czochralski method (Tube-Cz) for bulk
shapes [43]. Larger diameter crystals were obtained. A Pt tube was used instead of a seed crystal. After
dipping the Pt tube into the melt, the melt rose up inside the tube by capillary forces and solidified in
the upper colder part of the tube. This part was used as the seed crystal. The furnace was an RF heating
system. The ratio of alkali metals to niobium was not 50:50 but instead it was 54:46. Crystals were
grown in an Ar gas flowing condition, the Pt wire had a pulling-down rate of 10 mm/h and no crystal
rotation was applied. Amounts of Na, Rb, or Cs also reached 10–20 mol% in the alkali metals of
K-Na-A (A: Rb or Cs).
Figure 12 shows typical crystals grown by the Tube-Cz method on KN, KNRN and KNCN [43].
The c-axis was easily estimated from the rectangular crystal habit. Since the composition change of
KNN crystals was the largest, the dielectric constant was mainly the same for co-doping of Rb or Cs
with Na [45].
Figure 12. Typical crystals grown by the Tube-Cz method on (a) KN: KNbO3; (b) KNRN:
(K,Na,Rb)NbO3; (c) KNCN: (K,Na,Cs)NbO3, reprinted with permission from [43].
Copyright 2011 WILEY-VCH Verlag GmbH & Co. KGaA.

The sample size for characterization was a 2 mm rectangle, 2–3 mm in length for d33 measurement and
a 1–2 mm rectangle, 1 mm in thickness for the P-E hysteresis loop measurement. Ag paste was used
for electrode fabrication. For the crystals grown by the Tube-Cz method, poling treatment was conducted
by applying 2–3 kV at 150–160 °C in silicone oil. The d33 measurement was conducted using H.C.
Materials ZJ-4B d33 meter at room temperature. Typical d33 values of bulk-shaped crystals after poling
are 16–23 for KN, 55-63 for KNRN and 59–92 for KNCN [43]. The d33 values tended to increase by
co-doping. Values of KNRN and KNCN were larger than that of KN. In the present work, it was
difficult to measure the d33 values in fiber crystals due to their small diameter. Thus, we cannot discuss
the differences between the fiber and bulk crystals in this respect.
The ferroelectric properties in the P-E hysteresis loop were measured at room temperature in
silicone oil using an aixACCT TF-1000 ferroelectric tester. The P-E hysteresis loop on bulk crystals is
shown in Figure 13 [43], the ferroelectric properties were not really improved. On the other hand,
compared with the bulk, the fiber crystal has better ferroelectric properties on remnant polarization
although the coercive electric field is large. This can be attributed to its twin structure.
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Figure 13. P-E hysteresis loop on bulk crystals (a) KN: KNbO3; (b) KNRN: (K,Na,Rb)NbO3;
(c) KNCN: (K,Na,Cs)NbO3, reprinted with permission from [43]. Copyright 2011
WILEY-VCH Verlag GmbH & Co. KGaA.

6. The Effects of K4Nb6O17 on KNbO3
During KN crystal growth process, another crystal phase of K4Nb6O17 (KN4617) was sometimes
formed as a secondary phase caused by the potassium evaporation in the KN melt. The KN4617 crystal
had also been studied for its crystal structure [46,47] and its crystal growth [48,49]. The KN4617
crystal has an orthorhombic structure of which, its lattice parameters are a = 0.7816, b = 3.312 and
c = 0.6480 nm, and with a space group of P21nb (33) [47]. There is a disadvantage with the KN4617
crystal; it is easy to absorb moisture (hydrated) to become K4Nb6O17-H2O [49,50]. The KN4617
crystal was reported as a ferroelectric nonlinear material, but its electric properties have not been
subjected to much study so far. When the electric properties of the KN crystal were measured, we also
measured the KN4617 crystal at the same time. So it is necessary to know the electric properties of the
KN4617 crystal in order to identify the KN single crystal properties clearly.
The KN4617 crystals were grown in an Ar gas flow condition as shown in Figure 14a [51].
Single-phase crystals were obtained with 1–2 mm in diameter and 5–10 mm in length, in fiber shape.
The crystal’s growing direction was basically in the c-axis (the shortest axis in the orthorhombic
system). The grown crystals were reasonably stable in dry conditions. However, they were broken
down to small pieces when cut with the conventional water-cooling cutting equipment, i.e., a grown
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crystal was easy to break down by cleavage in moisture as shown in Figure 14b [51]. By powder XRD,
a single-phase is formed with index as KN4617 phase on [47]. From the XRD pattern on the cleavage
plane of the KN4617 crystal, the cleavage plane was determined to be (110) plane. This plane does not
coincide with a habitual plane of flux growth of the (010) plane [48].
Figure 14. (a) Grown crystal. (b) Cleavage crystal parts, reprinted with permission
from [51]. Copyright 2012 Elsevier. Scale bar: 10 mm.

Cleavage crystals were used for the characterization of these samples in the size of
2 mm × 2 mm × 2 mm. The P-E hysteresis loop is shown in Figure 15 on the cleaved KN4617
crystal [51]. A newly cleaved surface was used in this case. The applied voltage was in the range of
0.5–1.5 kV. The moisture effect was not studied. This result is for the KN4617 phase but not the
K4Nb6O17-3H2O phase, because the sample was used after the process of the 500 °C heating up
treatment (as a result moisture was completely released from the crystal). The polarization was weak
and was less than 0.4 µC/cm2 for a ferroelectric material. The conventional KN single crystal has a
small 20 µC/cm2 value [43]. Thus the KN4617 crystal did not affect the ferroelectric properties of KN
that much, even although it was formed at the same time during the crystal growth.
Figure 15. P-E hysteresis loop of KN4617: K4Nb6O17, reprinted with permission
from [51]. Copyright 2012 Elsevier.
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7. Summary
(1) The crystal seed of KNbO3 with the peritectic system was formed from the molten zone center
in a stoichiometric composition at first using our original modified floating zone technique. Then
the KNbO3 crystal was successfully grown continuously using the first-formed seed crystal.
(2) KNbO3 single crystal was grown using the floating zone pulling down (Fz-PD) method.
Starting compositions of K and Nb were changed from K:Nb = 50:50 to 58:42. The lattice
parameters, lattice volume and double phase transformation temperatures were found to vary
depending on the composition.
(3) The Pb2KNb5O15 single crystal was grown by the Fz-PD method, the floating zone method as
well as the tube-seed Czochralski method. Grown crystals were brownish and transparent in
appearance. The chemical composition was determined to be Pb2.1K0.8Nb5O15. Cleavage was
observed on the c-plane in the Ts-Cz grown crystals. The dielectric constant along the c-axis
was about 500–1000.
(4) Alkali metal (Na, Rb or Cs) ion doped KNbO3 single crystals were grown using the Fz-PD
technique in order to accommodate composition change during crystal growth on Na doped
KNbO3 crystals, by means of co-doping of the small sized Na ion and large sized Rb or Cs ion
into KNbO3. The single crystals have an orthorhombic structure. The composition change on
the Na doped KNbO3 crystal was accommodated by co-doping with Rb or Cs. Piezoelectric
properties of d33 on bulk crystals were improved by co-doping. The P-E hysteresis loop on the
(K,Na,Rb)NbO3 fiber crystals was better than that on the (K,Na,Rb)NbO3 bulk crystal.
(5) The K4Nb6O17 single crystal was grown using the Fz-PD technique. Crystals had a transparent
appearance, but were easy to break down due to cleavage with the (110) plane. Weak
ferroelectricity was observed in these crystals.
Acknowledgments
Part of this work was supported by the GRENE (Green Network of Excellence) project by the
Ministry of Education, Culture, Sports, Science and Technology, Japan. Author H. Y. Zhao thanks
SICCAS for their support through Y32ZC1110G and Y22ZB1110G.
Author Contributions
Hideo Kimura, Zhenxiang Cheng and Rumi Tanahashi formed and grew the KNbO3 crystals. Lei Guo,
Hongyang Zhao, Rumi Tanahashi and Qiwen Yao grew the Na, Rb and Cs multiple dope KNbO3
crystals. Hideo Kimura, Hongyang Zhao and Tingting Jia evaluated the electric properties of these
crystals. Hideo Kimura and Zhenxiang Cheng grew and evaluated Pb2KNb5O15 crystal. Hideo Kimura,
Rumi Tanahashi, Hongyang Zhao and Qiwen Yao grew and evaluated K4Nb6O17 crystal. Hideo
Kimura and Qiwen Yao prepared the manuscript. All the authors contributed to revising the manuscript.
Conflicts of Interest
The authors declare no conflict of interest.

Crystals 2014, 4

206

References
1.
2.
3.
4.
5.
6.
7.
8.
9.
10.
11.
12.
13.
14.

15.

16.
17.

18.

Fukuda, T.; Uematsu, Y. Preparation of KNbO3 single crystal for optical applications. Jpn. J.
Appl. Phys. 1972, 11, 163–169.
Fukuda, T.; Uematsu, T.; Ito, T. Kyropoulos growth and perfection of KNbO3 single crystal.
J. Cryst. Growth 1974, 24–25, 450–453.
Xing, W.; Looser, H.; Wuest, H.; Arend, H. Progress in KNbO3 crystal growth. J. Cryst. Growth
1986, 78, 431–437.
Zgonik, M.; Schlesser, R.; Biaggio, I.; Voit, E.; Tscherry, J.; Gunter, P. Materials constants of
KNbO3 relevant for electro and acousto optics. J. Appl. Phys. 1993, 74, 1287–1297.
Wiesendanger, E. Dielectric, mechanical and optical properties of orthorhombic KNbO3.
Ferroelectrics 1974, 6, 263–281.
Matthias, B.T.; Remeika, J.P. Dielectric properties of sodium and potassium niobates. Phys. Rev.
1951, 82, 727–729.
Yamanouchi, K.; Wagatsuma, Y.; Odagawa, H.; Cho, Y. Single crystal growth of KNbO3 and
application to surface acoustic wave devices. J. Eur. Ceram. Soc. 2001, 21, 2791–2795.
Yamanouchi, K.; Odagawa, H. Research of super-high electromechanical coupling surface
acoustic wave substrates. Jpn. J. Appl. Phys. 2001, 40, 3726–3728.
Nakamura, K.; Kawamura, Y. Orientation dependence of electromechanical coupling factors in
KNbO3. IEEE Trans. Ultrason. Ferroelectr. Freq. Control 2000, 47, 750–755.
Kimura, H.; Tanahashi, R.; Maiwa, K.; Baba, H.; Cheng, Z.X.; Wang, X.L. Potasium-sodiumrubidium niobate single crystals and electric properties. Int. J. Mod. Phys. B 2009, 23, 3631–3636.
Takagi, T.; Fujii, T.; Sakabe, Y. Growth and characterization of KNbO3 by vertical Bridgman
method. J. Cryst. Growth 2003, 259, 296–301.
Reisman, R.; Holtzberg, F. Phase equilibria in the system K2CO3-Nb2O5 by the method of
differential thermal analysis. J. Am. Chem. Soc. 1955, 77, 2115–2119.
Fluckiger, U.; Arend, H. On the preparation of pure, doped and reduced KNbO3 single crystals.
J. Cryst. Growth 1978, 43, 406–416.
Kudo, K.; Kakiuchi, K.; Mizutani, K.; Fukami, T.; Hoshikawa, K. Non-stoichiometry in
potassium niobate crystals grown by directional solidification. J. Cryst. Growth 2004, 267,
150–155.
Kimura, H.; Maiwa, K.; Miyazaki, A.; Kannan, C.V.; Cheng, Z.X. New growth technique of
potassium niobate crystal with peritectic system from molten zone in stoichiometric composition.
J. Cryst. Growth 2006, 292, 476–479.
Okress, E.C.; Wroughton, D.M. Electromagnetic levitation of solid and molten metals. J. Appl.
Phys. 1952, 23, 545–552.
Przyborowski, M.; Hibiya, T.; Eguchi, M.; Egry, I. Surface tension measurement of molten silicon
by the oscillating drop method using electromagnetic levitation. J. Cryst. Growth 1995, 15,
60–65.
Weber, J.K.R.; Felten, J.J.; Cho, B.; Nordine, P.C. Design and performance of the aero-acoustic
levitator. J. Jpn. Soc. Microgravity Appl. 1996, 13, 27–35.

Crystals 2014, 4

207

19. Jia, X.; Miyazaki, A.; Kimura, H. Stability of Ba(B0.9Al0.1)2O4 molten zone by floating-zone
technique on the ground. J. Cryst. Growth 2000, 209, 850–854.
20. Jia, X.; Miyazaki, A.; Kimura, H. Containerless processing using floating zone technique on the
ground. J. Cryst. Growth 2000, 218, 459–462.
21. Kimura, H.; Jia, X.; Shoji, K.; Sakai, R.; Katsumata, T. Crystal growth of Ba(B1−xAlx)2O4 using a
new Fz furnace with double ring halogen lamp heater. J. Cryst. Growth 2000, 212, 364–367.
22. Miyazaki, A.; Kimura, H.; Jia, X.; Shimamura, K.; Fukuda, T. Comparison of Ba(B1−xAlx)2O4
single crystals on their diameters. Cryst. Res. Technol. 1999, 34, 817–820.
23. Chani, V.I.; Shimamura, K.; Fukuda, T. Flux Growth of KNBO3 Crystals by Pulling-Down
Method. Cryst. Res. Technol. 1999, 34, 519–525.
24. Kimura, H.; Miyazaki, A.; Maiwa, K.; Cheng, Z.X.; Kannan, C.V. Deviation from stoichiometry
of KNbO3 crystal in fiber shape grown using pulling down technique. Opt. Mater. 2007, 30,
198–200.
25. Shannon, R.D. Revised effective ionic radii and systematic studies of interaomic distances in
halides and chalcpgenides. Acta Crystallogr. 1976, A32, 751–767.
26. Yamada, T. Single-crystal growth and piezoelectric properties of lead potassium niobate. Appl.
Phys. Lett. 1973, 23, 213–214.
27. Nakano, J.; Yamada, T. Ferroelectric and optical properties of lead potassium niobate. J. Appl.
Phys. 1975, 46, 2361–2365.
28. Yamada, T. Elastic and piezoelectric properties of lead potassium niobate. J. Appl. Phys. 1975,
46, 2894–2898.
29. Fan, S.; Sun, R.; Lin, Y.; Wu, J. Bridgman growth of lead potassium niobate crystals.
J. Cryst. Growth 1999, 198–199, 542–545.
30. Pandey, R.K.; Sridhar, U. Synthesis and dielectric characterization of Pb-K-niobate SAW-single
crystal. Ferroelectrics 1983, 51, 21–27.
31. O’Connell, R.M. Cuts of lead potassium niobate, Pb2KNb5O15, for surface acoustic wave (SAW)
applications. J. Appl. Phys. 1978, 49, 3324–3327.
32. Sciau, P.; Calvarin, G.; Ravez, J. Structures des phases paraélectrique et ferroélectrique de
Pb2KNb5O15. Acta Crystallogr. 1999, B55, 459–466. (In French)
33. Kimura, H.; Maiwa, K.; Miyazaki, A.; Nakamura, H.; Cheng, Z.X.; Kannan, C.V. Crystal growth
and characterization of Pb2KNb5O15. Jpn. J. Appl. Phys. 2004, 43, 6658–6661.
34. Yamada, T.; Iwasaki, H.; Niizeki, N. Elastic anomaly of Ba2NaNb5O15. J. Appl. Phys. 1970, 41,
4141–4147.
35. Carruthers, J.R.; Peterson, G.E.; Grasso, M. Nonstoichiometry and crystal growth of lithium
niobate. J. Appl. Phys. 1971, 42, 1846–1851.
36. Saito, T.; Wada, T.; Adachi, H.; Kanno, I. Pulsed laser deposition of high-quality (K,Na)NbO3
thin films on SrTiO3 substrate using high-density ceramic targets. Jpn. J. Appl. Phys. 2004, 43,
6627–6631.
37. Saito, T.; Adachi, H.; Wada, T. Pulsed laser deposition of ferroelectric (Na0.5K0.5)NbO3- based
thin films. Jpn. J. Appl. Phys. 2005, 44, L573–L575.
38. Lai, F.; Li, J.F. Sol-gel processing of lead-free (Na,K)NbO3 ferroelectric films. J. Sol Gel Sci.
Technol. 2007, 42, 287–292.

Crystals 2014, 4

208

39. Shibata, K.; Oka, F.; Ohishi, A.; Mishima, T.; Kanno, I. Piezoelectric properties of (K,Na)NbO3
films deposited by RF magnetron sputtering. Appl. Phys. Express 2008, 1, 11501–11503.
40. Wada, T.; Tsuji, K.; Saito, T.; Matsuo, Y.; Adachi, H. Ferroelectric NaNbO3 ceramics fabricated
by spark plasma sintering. Jpn. J. Appl. Phys. 2003, 42, 6110–6114.
41. Kimura, H.; Tanahashi, R.; Zhao, H.Y.; Maiwa, K.; Cheng, Z.X.; Wang, X.L. Crystal growth of
alkali metal ion doped potassium niobate fiber single crystals. Opt. Mater. 2010, 32, 735–738.
42. Luh, B.Y.S.; Feigelson, R.S.; Fejer, M.M.; Byer, R.L. Ferroelectric domain structures in LiNbO3
single-crystal fibers. J. Cryst. Growth 1986, 78, 135–143.
43. Kimura, H.; Tanahashi, R.; Zhao, H.Y.; Maiwa, K. Crystal growth and electric-property change
by rubidium or cesium doping on potassium- sodium-niobate. Cryst. Res. Technol. 2011, 46, 37–40.
44. Jaffe, B.; Cook, W.R.; Jaffe, J.H. Piezoelectric Ceramics; Academic Press: London, UK, 1971.
45. Kimura, H.; Tanahashi, R.; Zhao, H.Y.; Yao, Q.W.; Cheng, Z.X.; Wang, X.L. Electric properties
of alkali metal doped potassium niobate crystals. Ceram. Int. 2012, 8, S109–S112.
46. Gasperin, M.; le Bihan, M.T. Mecanisme d’hydratation des niobates alcalins lamellaires de
formule A4Nb4O17 (A = K, Rb, Cs). J. Solid State Chem. 1982, 43, 346–353. (In French)
47. Lundberg, M.; Sundberg, M. Studies of phases in the KNbO3-Nb2O5 system by high-resolution
electron microscopy and X-ray powder diffraction. J. Solid State Chem. 1986, 63, 216–230.
48. Teshima, K.; Niina, Y.; Yubuta, K.; Suzuki, T.; Ishizawa, N.; Shishido, T.; Oishi, S.
Environmentally friendly growth of layered K4Nb6O17 crystals from a KCl flux. Eur. J. Inorg.
Chem. 2007, 2007, 4687–4692.
49. Zhang, G.K.; He, F.S.; Zou, X.; Gong, J.; Zhang, H. Hydrothermal preparation and photocatalytic
properties of sheet-like nanometer niobate K4Nb6O17. J. Phys. Chem. Solids 2008, 69, 1471–1474.
50. Bizeto, M.A.; Leroux, F.; Shiguihara, A.L.; Temperini, M.L.A.; Sala, O.; Constantino, V.R.L.
Intralamellar structural modifications related to the proton exchanging in K4Nb6O17 layered phase.
J. Phys. Chem. Solids 2010, 71, 560–564.
51. Kimura, H.; Tanahashi, R.; Zhao, H.Y.; Yao, Q.W. Weak ferroelectricity of potassium niobate
K4Nb6O17 single crystal grown by pulling down technique. Mater. Lett. 2012, 84, 16–19.
© 2014 by the authors; licensee MDPI, Basel, Switzerland. This article is an open access article
distributed under the terms and conditions of the Creative Commons Attribution license
(http://creativecommons.org/licenses/by/3.0/).

